








A: Prepare the ground by

removing stumps, boulders, etc.

Fill in low spots.

B: Unroll the geotextile
directly over the ground to be
stabilized. If more than one roll
is required, overlap rolls.
Inspect geotextiles.

C: Back dump

aggregate onto previously
placed aggregate. Do not drive
on the geotextile. Maintain
150-300mm cover between
truck tires and geotextile.

D: Spread the aggregate

over the geotextile to the design

thickness.

E: Compact the aggregate
using dozer tracks or smooth
drum vibratory roller.

Figure 7: Installation of Typar geotextiles.

5.0 OVERLAP AND JOINING

Overlaps provide continuity between adjacent
geotextile rolls. Sufficient overlap is required to
prevent fabric separation during base placement
and compaction. The amount of overlap required is
dependent on the sheer strength (California Bearing

Ratio or CBR) of the subgrade soil (Figure 8).

SOIL CBR MINIMUM OVERLAP
Greater than 3 1-11/2feet

1-3 2 -3 feet

0.5-1 3 feet or sewn

Less than 0.5 Sewn

All roll ends 3 feet or sewn

Figure 8: Overlap guide.

Pins or piles of stone may be used to maintain
geotextile overlaps during installation. Geotextile roll
widths should be selected so overlaps between rolls
do not occur along anticipated primary wheel path
locations. Overlaps at the end of rolls should be in
the direction of the aggregate placement (previous

roll on top).

6.0 SETTING SPECIFICATIONS

Specifications should generally follow the design
considerations in sections 3.0 to 3.2. Primary consid-
erations include the minimum geotextile require-
ments for survivability, soil retention and filtration.

For public roads, the engineer should specify
an AASHTO M288 Stabilization Class of geotextile
as follows:

AASHTO M288 Class 1 or TYPAR 3631,
AASHTO M288 Class 2 or TYPAR 3501, or
AASHTO M288 Class 3 or TYPAR 3401.
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TYPARGEOTEXTILES TOUGH OVER TIME

Forming a curve using cut pieces. Forming a curve using folds.

Additional requirements should reference the
AASHTO M288; i.e. “for certification, sampling, testing
and acceptance, shipment and storage requirements
of AASHTO M288."

When specifying Typar geotextiles for paved roads,
driveways and parking lots, specify the appropriate
Typar grade with the confidence that all Typar geotex-
tiles are manufactured to the high quality standards
required by the paved road construction industry.
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